
 
 
 
 
 
 
 

 

R21 Corporate Park, 14 Regency Drive, Centurion, 0046 
P.O. Box 7400, Centurion, 0046 
Tel:  012 940 4998  Web:  www.ocsa.co.za 
REG NO: 1995/004774/07  
VAT NO: 406 015 4467 

 
DIRECTORS: T Alsworth-Elvey, JH Viljoen 
A subsidiary of MMI Holdings Ltd 
 

 LABORATORY TEST REPORT 
 
 
Client / Applicant: 
 

Date of Issue: 15 October 2018 

Mr J. de Jager 
NAMIBIA MARBLE & GRANITE (PTY) LTD   
P.O. Box 69 
Karibib    
9000 

Project No: 
 

5250018-JC Rev 01  

Your Reference No: 
 

1589 

Enquiries: J.J. Louw 

 

 
Subject: IDENTIFICATION OF ASBESTOS FIBRES IN BULK MATERIAL. 
 
 
1. DESCRIPTION OF SAMPLE(S) 
 
Two (2) bulk samples of suspected asbestos-containing material, individually packed in plastic bags and identified as 
indicated in Table 1.   
 
 
2.  CONDITION OF SAMPLE(S) 
 
The samples submitted were suitable for the intended test detailed in Item 4, below. 
 
 
3. TEST(S) REQUIRED 
 
Analysis of bulk samples for the presence of asbestos fibres. 
 
 
4. TEST METHOD(S) 
 
HSG 248, Asbestos: The analysts' guide for sampling, analysis and clearance procedures (First edition, published 2006), 
of the Health and Safety Executive, UK. 
 
 
5. DATE OF TEST(S)  
 
Samples were received and analysed on 12 October 2018. 
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6. RESULT(S)  
 
The results are reflected in Table 1 below. 
 
TABLE 1: IDENTIFICATION OF ASBESTOS FIBRES IN BULK MATERIAL. NAMIBIA MARBLE & GRANITE 

(PTY) LTD. 
 

SAMPLE NO 
 

IDENTIFICATION / 
LOCATION OF MATERIAL* 

RESULT 

BAS 579/18 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
 
 
 
 
 
 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 
 

Negative, asbestos fibres not detected. 
 
Sample A: 
 

 
 

 
 
 

 
 
 

 
Sample B: 
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SAMPLE NO 
 

IDENTIFICATION / 
LOCATION OF MATERIAL* 

RESULT 

BAS 580/18 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
 
 
 
 
 
 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 

Negative, asbestos fibres not detected. 
 
Sample A: 
 

 
 

 
 
 

 
 
 

 
Sample B: 
 

 
 
 
 
 
 
 
 
 
 
 

 

 
Detection limit: 1 ppm by mass. 
 
Note:  Samples will be kept for three months after which they will be discarded / destroyed. 
 

*  [sic]:  As it was written on the sample submitted. 



 
 
 
 

 

DISCLAIMER 
 

This report has been prepared and published by Momentum OCSA (Pty) Ltd, a Department of Labour 
Approved Inspection Authority, No OH 0110-CI 020, in terms of the Occupational Health and Safety Act (85 of 
1993) and a SANAS Accredited Inspection Body, No OH0110. 
 
If published or reproduced by the Client, the report must be reproduced in full, including printed and typed 
parts of the report and with nothing excluded. Where it is necessary to print or reproduce an abridged form of 
the report, prior written approval for the publication or reproduction in abridged form must be obtained from 
Momentum OCSA (Pty) Ltd. 
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7.  COMMENT(S)  
 
Asbestos fibres were not detected in the samples submitted for analysis. 
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