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WHITE RHINO MARBLE – DIMENSION STONE 
 

TEST RESULTS 2019 
 

BULK SPECIFIC GRAVITY   2.871   
 

MAXIMUM ABSORBTION  0.08%   
 
ABRASION RESISTANCE  Ha =  15.3 
 
MODULUS OF RUPTURE  DRY 10.7  MPA  
     WET   8.2  MPA 
 
FLEXURAL STRENGTH  DRY 7.1  MPA    
     WET 7.9  MPA    
 
COMPRESSIVE STRENGTH DRY 174  MPA 
     WET   75  MPA 
 
CaCO3  = 32,5% 
MgCO3 = 15,25% 
L.O.I  = 23.6% 
 
TEST WERE PERFORMED BY :  


